US*G L D El Gallo Core Hole GAX-046

Figure 4
January 28, 2010

Sample Interval: Selected from 214.1 ft (65.25 m) to 217.0 ft (66.15 m)
Grade: 227.2 opt Ag (7,790 gpt Ag)
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